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INSPECTION CERTIFICATE

IP‘ Piping
L System
An IDC Group Company

%7 Certificate No.: 225-22/10154
& 14 % Customer:  Inoxisteel SA de CV
T EOrder No.: 10107

Zhejiang IPC Piping System

Co,, Ltd.

No.153 Renhe Road, Bingang Industrial City
Yuhuan City, Taizhou City. Zheiiang, China

i #% H # Shipping Date: 2025.06.17

7= i 4 ¥ Description: STAINLESS STEEL PRESSFITTING TUBES (Tuberia de Acero Inoxidable para Pressfitting) ?f:ijgglce'f'f:;'g:diag‘;fj; df;:%g;‘g&;”bes’ AISI 304,welded (Tubos de acero $1ETreat No.:A250102AD22 (Trazabilidad)
& % JR 4> Chemical Composition composicion Quimica
I e B e R g I I P I - A I A I I I I R e
TSy | | Ensayo ot Ensaye « ) ) ‘&) (B%) () (#) (%) &) elastico
’;cl?: 0,0800 0,75 2 0,045 0,0300 150500 JZBO(:)% 520 40 200
1 15,80 1080 C15 Qualified Qualified 300 kg 2,5 Qualified 0,0460 0,44 1,16 0,039 0,0030 8,05 18,35 650 55 176
2 22,22 1890 C20 Qualified Qualified 932 Kg 2,5 Qualified 0,0460 0,44 1,15 0,038 0,0033 8,01 18,37 651 56 175
3 28,58 294 C25 Qualified Qualified 191 Kg 2,5 Qualified 0,0468 0,44 1,16 0,038 0,0030 8,01 18,35 650 55 177
4 34,00 1260 C30 Qualified Qualified 1155 Kg 2,5 Qualified 0,0460 0,44 1,17 0,039 0,0030 8,04 18,30 650 54 176
5 42,70 300 C40 Qualified Qualified 349 Kg 2,5 Qualified 0,0466 0,44 1,15 0,038 0,0030 8,01 18,35 651 55 176
6 48,60 1380 C50 Qualified Qualified 1835Kg 3,5 Qualified 0,0468 0,44 1,16 0,038 0,0030 8,01 18,35 650 55 177
7 60,50 240 C60 Qualified Qualified 502 Kg 4,5 Qualified 0,0460 0,44 1,17 0,039 0,0030 8,04 18,30 650 54 176
8 76,10 120 C75 Qualified Qualified 318 Kg 55 Qualified 0,0466 0,44 1,15 0,038 0,0030 8,01 18,35 651 55 176
9 88,90 120 C90 Qualified Qualified 494 Kg 6,5 Qualified 0,0460 0,44 1,16 0,039 0,0030 8,05 18,35 650 55 176
10 108,00 120 C100 Qualified Qualified 600 Kg 25 Qualified 0,0460 0,44 1,17 0,038 0,0030 8,01 18,38 650 55 176

Remarks: Observaciones
1. ARFE R E % ASTM A-269,DVGW-VP614FT A 1T 4E T
Tuberia fabricada bajo normas ASTM A-269 y DVGM*VP614 SU15, SU20, SU25, SU30, SU40, SU50, SU60, SU75, SU90, SU100
Tubes have been manufactured under norms ASTM A-269 and DVGM * VP614 SU15, SU20, SU25, SU30, SU40, SU50, SU60, SU75, SU90, SU100 standards
2. ZLIFRAARSRFR A RIS A RS HEE R - HRFEMEZEK -
Por la presente certificamos que el material aqui descrito ha sido fabricado y probado con resultado satisfactorios de acuerdo con el
requisito de la especificacion del material anterior
We hereby certify that material described herein has been manufactured and tested with satisfactory results in accordance with the requirement
of the above material specification.
3.ARRH A SN AN TR 5 H
El material descrito anteriormente se ha detectado con irradiacion libre.

The material described above has been detected with free irradiation.

All products are made in China
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